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DIN EN ISO 25178-600:2019-12 (E) 
 
 
Geometrical product spe cifications (GPS) - Surface texture: Areal - Part 600: 
Metrological characterist ics for areal-topography measuring methods (ISO 25178-
600:2019) 
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