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Fine ceramics (advanced ceramics, advanced technical ceramics) - Test method for

fracture resistanc
temperature by in

e o f silicon nitride materials for rolling bearing balls at room
dentation fracture (IF) method

Contents Page
0T =30 o iv
1 £ T o - 1
2 NOrmMative referenCes ... ————————— 1
3 TermsanddefinitioNs ..o 1
4 PriNCIPIE i ————————————————————————————————————————————————————— 2
5 Y o] 0T T -1 U 2
5.1 Testing MAaChiNe .....eiiir e ——————————— 2
5.2 g o 1= 1 (= PP 2
5.3 Verificationbystandardreferencematerials ..........cccovimiiiiiiniin 3
6 =TS A= o1 o3 14 =T 0 3
6.1 (1Y 3= - | Pt 3
6.2 TRICKNESS ..ot — R R n R r s 3
6.3 SUMFACEfiNISH ... e 3
7 e T o= LT 3
71 5T o T o] 04 L= o B T =1 14 =1 o1 S 3
7.2 SPECIMEN EVEIING ....eeeeeiiiiiiiicc e rser e s s s n e e e e e s e s snn e e e e e e e s s e s sanmne s e e e eesassnnnensnnnnsnnnnnn 3
7.3 Clean the iNdENter ... iii e ee e e e e reeesenenenessnsssnsmsssmsmsmsmsmsssssensnsnnnnnnnnns 3
7.4 Application of test 10ad ... 3
7.5 Acceptability of indentations ..o ————————— 4
7.6 Number of iNdentations ........... i ———————— 4
7.7 Measurement of indentation Size ... —————— 5
7.8 Measurement of Crack Size ... ————————— 5
8 L0 1] = o o 5
9 TESE FEPOIT ... s s s s s ssssssssssssssssssssssssssssnsnnnsnsnsnnnnnnnsnnnnn 6
BiblIOGrapRy ....oceeiiieiii it 8



		2024-05-11T01:17:44+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




